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PROPERTY
	Project Name
	Nairn Ni Cu PGE Project

	Jurisdiction
	Ontario, Canada

	Township
	Nairn and Hyman Townships, Sudbury District

	Closest Town
	Sudbury, Ontario (~25–50 km NE)

	Geological Domain
	Sudbury Igneous Complex (SIC) — SW footwall

	Deposit Type
	Sudbury Offset Dyke (SOD) Ni-Cu-Co-PGE


LAND PACKAGE
	Claim Type
	Unpatented mining claims (Ontario Mining Act)

	Number of Claims
	148

	Total Area
	~36 km²  (~8,900 acres / 3,600 ha)

	Assembly Period
	6 years (systematic claim staking)

	MNDM Assessment IDs
	20000022000, 20000022112, 20000021235, 20000008521


COMMODITIES & GRADES — UPDATED (EXPLORATION STAGE, PRE-NI 43-101)
	★  NEW HEADLINE RESULT — OMITTED FROM PRIOR PRESENTATION
Surface massive sulphide sample: 8.45% Ni  ·  6.63% Cu  ·  0.45% Co  ·  2.38 g/t Au  +  strong Pd–Pt credits
~17% total sulphur confirms massive sulphide (not disseminated). The gold credit (2.38 g/t Au) is a newly identified value driver not present in prior sampling. This is the highest-grade result on the entire property and was inadvertently omitted from the September 2025 presentation.



	Location / Context
	Method
	Key Assay Result
	Source

	Surface massive sulphide (new)
	Grab sample
	8.45% Ni, 6.63% Cu, 0.45% Co, 2.38 g/t Au + Pd-Pt credits (~17% S)
	2024 — OMITTED from prior deck

	Adit face
	Face sample
	5.56% Ni, 1.63% Cu, 0.54% Co
	Historic

	Berry Shaft muck pile
	Grab (Mustang)
	5.42% Cu, 1.28% Ni, 0.142% Co, 213 ppb Pt, 254 ppb Pd
	Mustang Minerals 2002-03

	Berry Shaft (OGS)
	Grab (historic)
	2.92% Cu, 0.41% Ni
	OGS historic

	Grab sample
	Grab
	2.95% Cu+Ni, 0.09% Co, 240 ppm PGE
	Recent

	Grab sample
	Grab
	2.49% Cu+Ni, 0.12% Co, 271 ppm PGM
	Recent

	Barry South Pit
	Grab
	1.59% Cu+Ni, 0.21% Co, 219 ppb PGE
	Recent

	Prospect Hill area
	Grab
	3.85% Cu, 26.2 g/t Ag
	Recent

	Cu-rich zone
	Grab
	1.00% Ni, 19% Cu
	Recent

	Trench / chip
	Channel sample
	3.00 m @ 1.16% Ni
	Recent

	Diamond drill hole
	DDH
	3.00 m @ 1.28% Ni
	Recent



The 8.45% Ni surface sample was collected in 2024 and was inadvertently omitted from the September 2025 project presentation. It is the highest-grade result on the property. All historic assays are pre-NI 43-101. Recent 2023–24 results are exploration indicators only.
GEOLOGY
	Host Rocks
	Gabbro and diabase (mafic intrusions within SIC footwall)

	Mineralisation Style
	Massive and disseminated sulphides; breccia contacts

	Key Sulphide Minerals
	Pyrrhotite, chalcopyrite, pentlandite, pyrite

	Massive Sulphide Evidence
	~17% total S in new sample; 50–75% sulphides at Berry Shaft (2024)

	Structural Control
	SW extension of Worthington Offset Dyke; NE edge of Mystery Dyke

	Gold Credit
	2.38 g/t Au confirmed in new surface sample — first documented Au on property


EXPLORATION HISTORY
	Pre-1940
	Berry Shaft (2 shafts + ore dump), Barry South Pit; channel sampling in trenches

	2001–03 (Mustang)
	High-grade grab samples; ground magnetics + VLF

	2012–13 (Sino Minerals)
	Titan-24 DC-IP (19.2 km, 8 lines) — chargeability anomalies identified

	2022 (Vale Canada)
	VTEM anomaly investigation; mapping; 26 grab samples; no drilling

	2023–24 (Vision Expl.)
	Berry Shaft massive sulphides (50–75%) confirmed; new 8.45% Ni sample collected


INFRASTRUCTURE
	Nearest Smelter (1)
	Sudbury Smelter — ~25 km SW of project

	Nearest Smelter (2)
	Copper Cliff Smelter (Vale) — ~50 km SW of project

	Road Access
	Provincial highways and Forest Access Roads

	Nearest Major City
	Sudbury, Ontario (full mining services, technical expertise)


ADJACENT PRODUCERS (within 50 km)
	Mine
	Operator
	Mineral Reserve
	Distance to Nairn

	Creighton
	Vale
	34.2 Mt @ 1.03% Ni, 0.96% Cu, 0.85 g/t PGE
	~30 km

	Copper Cliff
	Vale
	20.6 Mt @ 1.06% Ni, 1.09% Cu, 0.62 g/t PGE
	~40 km

	Totten
	Vale
	10.5 Mt @ 1.5% Ni, 2.0% Cu, 4.8 g/t PGM
	~20 km

	Fraser
	Glencore
	3.4 Mt @ 1.9% Ni, 1.2% Cu
	~30 km

	Nickel Rim South
	Glencore
	14.5 Mt @ 2.17% Ni, 0.70% Cu
	~50 km

	Victoria (KGHM)
	KGHM
	14.5 Mt @ 2.5% Ni, 2.5% Cu, 7.8 g/t PGM
	~25 km
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